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WMEHRRAFLHR  BEEEMAE TR RO AR AF
Company Name NANTONG HUADA MICROELECTRONICS GROUP CO., LTD
shown on Report

;- P TS 1R XS 99 5
Address NO.99 ZILANG ROAD ,NANTONG CITY ,JIANGSU PROVINCE

DA IRR A i B 5 B e FR B SR AL
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

[ER T SOT23
Sample Name(s) SOT23 ﬁ? Jﬁ'
Qe DTN

FE AR H H 2026.03.17 %ﬁ@k
Sample Received Date Mar. 17, 2026 & g
FE ARSI H HA 2026.03.17-2026.03.21 gg 1
Testing Period Mar. 17, 2026 to Mar. 21, 2026 »A?%

) RRH
REIEL SR M PSR 0 TR ASRE S A R4S (Ph), R(Cd), K(Hg), 7~H4&(Cr(VI)), Ispecton§ T

2 IRBK(PBBs), £ 7 (PBDES), 457K — H! iRk (DBP, BBP, DEHP,
DIBP), #(F), #(Cl), IR(Br), Bu()#E4TM.

Test Requested As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs),
Polybrominated Diphenyl Ethers (PBDES), Phthalates (DBP, BBP, DEHP,
DIBP), Fluorine (F), Chlorine (CI), Bromine (Br), lodine (1) in the submitted
sample(s).

Rr AR 8 sy I 25 3R HZ .
Test Method/Test Result(s)  Please refer to the following page(s).

’E—_%ui)ﬁ\ X W 2026.03.21

Date
IR

8> No. R188389145

JEC- NN N
fﬁ%@i@ﬁ%””@ IR AT X %5 8 1351

Cenire Testingnlatepfational Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China
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£ZEi8 Conclusion

WA WIBIREFE 4 g3
Tested Sample According to standard/directive Result
—— KK % ROHS #54> 2011/65/EU K HA51T 54
(EU) 2015/863 RoHS Directive 2011/65/EU ¥4 PASS

Submitted Sample .
with amendment (EU) 2015/863

*hkkkhkhkhkkhkhkhkhkhkhkhhkhkhhkhhkhhhkhhhihhkhhhhhhhkhhhhhhihhhhhhhihhhhihhihhkhhhhhihhkihhhhihhkihihhihhihiik
B 2 7K DN 5 505 Y B B RoHS 15 4-2011/65/EU K HAB T #54-(EU) 2015/863 % 3k (I R AH «

PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment (EU)
2015/863.

R = y P
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AR HE Test Method
M H TR 592 MR A%
Tested Item(s) Test Method Measured Equipment(s)
Y Lead (Ph) IEC 62321-5:2013 ICP-OES
% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
7K Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
IEC 62321-7-1:2015 UV-Vis

7N Hexavalent Chromium (Cr(VI))

IEC 62321-7-2:2017 F1/5§ IEC 62321-5:2013 J iz
A
IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013

UV-Vis/ICP-OES

Z JRELZ Polybrominated Biphenyls

IEC 62321-12:2023 GC-MS
(PBBs)
% 3 — 2Kk Polybrominated Diphenyl
IEC 62321-12:2023 GC-MS
Ethers (PBDES)
54— FR 4l Phthalates (DBP, BBP,
B AN IEC 62321-12:2023 GC-MS
DEHP, DIBP)
4. Fluorine (F) EN 14582:2016 IC
44 Chlorine (CI) EN 14582:2016 IC
74 Bromine (Br) EN 14582:2016 IC
il lodine (1) EN 14582:2016 IC

M 45 R Test Result(s)

PRI H Tested Item(s) oL il " ﬁ{fﬂ%f_ﬂ R Ei‘rﬁt

#t Lead (Pb) N.D. N.D. 2 mg/kg 1000 mg/kg

% Cadmium (Cd) N.D. N.D. 2 mg/kg 100 mg/kg

7k Mercury (Hg) N.D. N.D. 2 mg/kg 1000 mg/kg
N.D. - 8 mg/kg 1000 mg/kg

YN :

N Hexavalent Chromium (Cr(V1)) B o 0.1(iggé§m2 1000 mg/kg

M .8
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WRTLH Tested Item(s) SR Result TR R BE{E
001 MDL Limit

ZIREFE Polybrominated Biphenyls (PBBs)

—REA Monobromobiphenyl N.D. 25 mg/kg

REE Dibromobiphenyl N.D. 25 mg/kg

—RELZE Tribromobiphenyl N.D. 25 mg/kg

VUJREKZ Tetrabromobiphenyl N.D. 25 mg/kg

FIREEZR Pentabromobiphenyl N.D. 25 mg/kg

RN ; 1000 mg/kg

7NIREER Hexabromobiphenyl N.D. 25 mg/kg

BIREEA Heptabromobiphenyl N.D. 25 mg/kg

JUREXZR Octabromobiphenyl N.D. 25 mg/kg

JUIREXZE Nonabromobiphenyl N.D. 25 mg/kg

+IRER Decabromobiphenyl N.D. 25 mg/kg

W EH Tested Item(s) %R Result TR R ISE{E
001 MDL Limit

Z | —KEF Polybrominated Diphenyl Ethers (PBDES)

—JR Kk Monobromodiphenyl ether N.D. 25 mg/kg

TR TORTE Dibromodiphenyl ether N.D. 25 mg/kg

—JR K Tribromodiphenyl ether N.D. 25 mg/kg

VYR — KM% Tetrabromodiphenyl ether N.D. 25 mg/kg

TFL¥R K% Pentabromodiphenyl ether N.D. 25 mg/kg

e - 1000 mg/kg

NIRRT Hexabromodiphenyl ether N.D. 25 mg/kg

IR KW Heptabromodiphenyl ether N.D. 25 mg/kg

JUIR 7% Octabromodiphenyl ether N.D. 25 mg/kg

JUIR 2K Nonabromodiphenyl ether N.D. 25 mg/kg

¥R Kk Decabromodiphenyl ether N.D. 25 mg/kg
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WRIHH Tested Item(s) it il TR IR R
001 MDL Limit

4% —HBREE Phthalates (DBP, BBP, DEHP, DIBP)

487 —H R — T g Dibutyl phthalate

(DBP) CAS#:84-74-2 N.D. 50 mg/kg 1000 mg/kg

SRR IR T 2R AL Butyl benzyl D E— e —

phthalate (BBP) CAS#:85-68-7 s g 9

SRR HR —(2-4.4E) Ul

Di-(2-ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg 1000 mg/kg

CAS#:117-81-7

2R —HR — 5 Tl Diisobutyl ND — Sy

phthalate (DIBP) CAS#:84-69-5 s g 9

. Z5E 8 Result .

PRITH Tested Item(s) n%om FER R MDL

. Fluorine (F) N.D. 10 mg/kg

% Chlorine (CI) N.D. 10 mg/kg

& Bromine (Br) N.D. 10 mg/kg

fill lodine (1) N.D. 10 mg/kg
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BRI HER Sample/Part Description
FF'5  CTIREM ID  fiik
No. CTI Sample ID  Description

1 001 AR CRARNNED
Black body(Tested as a whole)
2 002 WEsEn

Silvery metal pin

#VE: XTI, 8 REMmEHEETE.

HREWTR, HRLEHE—PFHFS, RRBEANR, WRERTIRRBEN LR P LM

— MR- RN ER.

-N.D. = R (T H IR e B IR)

-mg/kg = ppm = HJisrZ—

-1000 mg/kg = 0.1%

-LOQ = EEMR, AN EIE &R 0.10 pg/em?

VNIRRT 0.10 pg/em?, FEA AR S BT R IRAIRE i FO A7 2% A1 A2 1 48, e

FE 7S AN B 25 SRAX B AR M 6 it 2 7S B IR ~
Remark:  The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury.

The sample(s) was tested as a whole, because it's impossible to disassemble or separate it by

current equipment and technology. The result(s) shown on this report may be different from

the content of any homogeneous material.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL or LOQ)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

-LOQ = Limit of Quantification, The LOQ of Hexavalent chromium is 0.10 pg/cm?

-YThe sample is negative for Cr(VI) — The Cr(VI) concentration is below 0.10 ug/cm?. The coating

is considered a non-Cr(V1) based coating. Information on storage conditions and production date of

the tested sample is unavailable and thus Cr(V1) results represent status of the sample at the time of

testing.
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BIFAE Test Process

1. 4% Lead (Pb), 48 Cadmium (Cd), % Chromium(Cr)

FIO 11T
Page 7 of 11

FRERE AT &5 A
Weigh sample and place it ::>

in a vessel

A #7177

Add digestion reagent

R
- L

Digest the sample

FAAR A 3 B

3 u

[ 77 i Ab ER
L . Dry Ashing/ :
ICP-OES SEFE

H e EHTK E " Alkali Fusion/ Residue i

: C: Make up with Acid Dissolution
Analyzed by deionized water Filtration

ICP-OES eionized water o
15T
Solution
2. 7k Mercury (Hg)
PR B T 7 P A fiF 7 AT bl

Weigh sample and place it N
in a vessel

Add digestion reagent

Digest the sample

/R A R T
vEAb L5 Rl
FH ICP-‘()ES 2%%7](% @ Alkali Fusion/ Residue N
ViR <:I Make up with Acid Dissolution i ag
Analyzed by S oni Filtration
ICP-OES deionized water -
pEegid
Solution
3. AHr%& Hexavalent Chromium (Cr(V1))
(1) IEC 62321-7-1:2015
R R R KL ik B £ B

the sample

(FEMME A K& H=1cm?: 1mL)

Take a portion of [ —— Extraction with boiling water

(The ratio of sample area to boiling water
volume is 1 em?to 1 mL)

I A Filter and remove

the sample

FH UV-Vis 431

Analyzed by UV-Vis

I T

Add test solution

I

HATE A pH
Adjust the pH value

of the solution

RS N 4

Wy A,
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(2) IEC 62321-7-2:2017
M T A BN P »
Weigh sample and place it [ — m ).\ i ﬁiﬁﬁt” : — I i
in a vessel Add digestion reagent Digest the sample
]!
A0 A R VA ST pH {5 W, i
. K Adjust the pH value
p—
Add test solution of the solution Cool and filter
Iy
48530 pH {E B TKEFR FH UV-Vis 43 #7
Adjust the pH value '—,\—V ]\:Iakle up with ] Analyzed by UV-Vis
of the solution deionized water

4. ZEIBEZE Polybrominated Biphenyls (PBBs), %R _Z# Polybrominated Diphenyl Ethers (PBDES)

PREFEM T B AT BV 7 A PR A B I A A
Weigh sample and place ~ —) Extracted with —  Transfer the extract into a
it in a thimble organic solvent volumetric flask

JH GC-MS 7347 FAHLIE ) 5E
Analyzed by GC-MS Make up with organic solvent

5. 452 — FEgHE Phthalates (DBP, BBP, DEHP, DIBP)

Analyzed by GC-MS

Make up with organic solvent

PREFEM T B AT BV 7 A PR A B I A A
Weigh sample and place ~ —) Extracted with —  Transfer the extract into a
it in a thimble organic solvent volumetric flask
HI GC-MS 43 #i7 FAA AL 77 e 2%

—

N 7

7 VPR

A N
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6. % Fluorine (F), & Chlorine (Cl), ¥& Bromine (Br), # lodine (1)
PR T RAHD A (E L R BB
Weigh and place sample in a — Combust the sample in
B P P Fill the bomb with oxygen [ ° g
sample cup of bomb oxygen bomb
e st B2 01 e e | e L
1 1C 4 A Fo HE RIS B R
Make up with —  Transfer the sample solution
Analyzed by IC ultra-purity water into a volumetric flask

B 4

o o

V8

A
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FEm B A

Photo(s) of the sample(s)

Hotline:400-6788-333 Complaint call:0755-33681700 www.cti-cert.com www.ctimall.com E-mail:info@cti-cert.com Complaint E-mail:complaint@cti—cert.com

Ar2 T~ Y 4
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75 B Statement:

1 AIRELMAEANT T “THE LIRS RO
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. WEIBKRA T LIREIMBE . AR5 R G B EE R, BEE RO B e 9T, CTI RS E S
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified;

3. AR A A ZE SR AN B ML 15T
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BAERB U, RS ILAC-G8:09/2019 / CNAS-GL015:2022 1 I fj B2 (w=0) — o5 AT
TF&PE# 52 ; Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. R& CTI B[R, ARHE EhlA Rk

Without written approval of CTI, this report can’t be reproduced except in full;

WS PSS AE SR XN ERZER, LSOy,

In case of any discrepancy between the English version and Chinese version of the reports (if generated), the
Chinese version shall prevail.

*Khk ?E\%édﬂ:% *kk
*** End of Report ***

g

Y/ W

.
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B3 Appendix

&P 5¥(Z B Client Reference Information

TS-2

7= HH Statement:

1 MW ER PGSR, BiEH R RS 5T, CTI RS,
The Appendix Information was/were provided by the applicant who should be responsible for the authenticity
which CTI hasn’t verified.

2. PN A2260193762101E 5 (1M 7 .
The Appendix Information is/are the supplement(s) for the Report A2260193762101E.

o=
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