T 1£ ~mlj *n ~mlj flacire CNAS &+
c I g \y BNy C AS TESTING
AN v CNAS L5541

R IR &
Test Report

W mE A2240415566101001E 1l 20 0T
Report No.  A2240415566101001E Page 1 of 20

WERLAR LR BT A RAE
Company Name HYSOL HUAWEI ELECTRONICS CO., LTD.
shown on Report

- LA E DT R EA T K X IR 8 5
Address NO.8 ZHENHUA ROAD, HIGH-TECH INDUSTRIAL DEVELOPMENT ZONE,

LIANYUNGANG, JIANGSU

DA IRR e i B e A5 B H F B IR AL IR AIA
The following sample(s) and sample information was/were submitted and identified by/on the behalf of
the applicant

E Ry i AR

Sample Name Mold Compound

FEm s KL 1000-3H(KL 1000-3,KL 1000-FX,KL 1000-3HL,KL 1000-3LX)
Part No. KL 1000-3H(KL 1000-3,KL 1000-FX,KL 1000-3HL,KL 1000-3LX)
Az H 2024 07 H

Date of manufacture 2024.7 ispeciond
B U H 30 2024.07.12

Sample Received Date Jul. 12, 2024

B A 1 30 2024.07.12-2024.07.20

Testing Period Jul. 12, 2024 to Jul. 20, 2024

U B SR A A AR A 45 R HZ W T I

Test Requested /Test Method/Test Result(s) Please refer to the following page(s).

/l?rt%—‘%é\ 2 M 2024.07.20

Date
MrReLE
SEH6 = 23 Lab Manager

No. R475311139
AR B bR R A R A 7 b AT IX A 55 B 1351 5
@Mfﬁﬂilﬁer ional Pinbiao(Shanghai) Co., Ltd. No.1351, Wanfang Road, Minhang District, Shanghai, China

nspection & Testing Services

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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R B SR MR 2 PSR, KT ASRE M A (PD), 48(Cd), R(Hg), 7Sk (Cr(Vvl)),

Test Requested

Z BIEOK(PBBs), Z1R KHf(PBDEs), 47 —HIEE, 217752 (PAHSs), fif
(As), #(Be), Bhi(Sh), B (P), 7NiR¥+ —kE(HBCDD), #i(F), #(Cl), IR(Br),
i), EESEALAHES(MCCPS), PUEWE A (TBBP-A), A ZM(PVC), 4
B ER(PFOA), A% FiiER(PFOS), Wit iT I,

As specified by client, to test Lead (Pb), Cadmium (Cd), Mercury (Hg),
Hexavalent Chromium (Cr(V1)), Polybrominated Biphenyls (PBBs),
Polybrominated Diphenyl Ethers (PBDEs), Phthalates, Polycyclic Aromatic
Hydrocarbons (PAHS), Arsenic(As), Beryllium(Be), Antimony(Sh),
Phosphorus(P), Hexabromocyclododecane (HBCDD), Fluorine (F), Chlorine
(CI), Bromine (Br), lodine (1), Middle Chain Chlorinated Paraffins (MCCPs),
Tetrabromobisphenol A (TBBP-A), Polyvinyl Chloride (PVC), Perfluorooctanoic
Acid(PFOA), Perfluorooctane Sulfonates(PFOS), Red phosphorus in the
submitted sample(s).

kkhkkkkkkhhhkhkhkhkkkkkkhkkhkkkhkhkhkkhkhhhhhhkhhkhkhkhkkkhkhhkkhkkhkhkkhrhhhhhhhhkkhkkkhkhkhkhkikkhkhkhhhhhhkhkhkkkkkhkhkkhkhkikhkikihiiiixk

%E#: Conclusion
W
Tested Sample

FREAHE it

Submitted Sample

REARUEFR S &R
According to standard/directive Result
KK ¥ RoHS #54> 2011/65/EU K HA&IT 15
4>(EU) 2015/863 RoHS Directive
2011/65/EU with amendment (EU)
2015/863

*khkhkhkkkhhhkhkhkkkkhhkkhkhkhhrkrkhrhrhhhhhhhhhhhhhhkhkrirhhrhhhhhhhhhhhhrrhkrrhrhhhhhhhhhhhhhihiihiiidxx

P 2K I 45 B35 S W RoHS 5 4-2011/65/EU K A& 1T #54-(EU) 2015/863%F 3K (I FRAH «
PASS means that the results shown on the report comply with the limits set by RoHS Directive 2011/65/EU with amendment

(EU) 2015/863.

E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-ma

:complaint@cti-cert.cc
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KP4 Test Method
T H MR WRPS WA
Tested Item(s) Test Method Measured Equipment(s)
£y Lead (Pb) IEC 62321-5:2013 ICP-OES
4% Cadmium (Cd) IEC 62321-5:2013 ICP-OES
K Mercury (Hg) IEC 62321-4:2013+AMD1:2017 CSV ICP-OES
IEC 62321-7-2:2017 A/8% IEC 62321-5:2013 ik
14 Hexavalent Chromium (Cr(V1)) Silita UV-Vis/ICP-OES
U IEC 62321-7-2:2017 and/or determination of
Total Chromium by IEC 62321-5:2013
PRI Polybrominated Biphenyl
B e IEC 62321-6:2015 GC-MS
(PBBsS)
% 3 Z 2 T# Polybrominated Diphenyl
IEC 62321-6:201 -M
Ethers (PBDES) € 62321-6:2015 GC-MS
A — H RS Phthal DBP, BBP,
S ANl IEC 62321-8:2017 GC-MS
DEHP, DIBP)
A5 & Pol licA ti
=2y e T AfPS GS 2019:01 PAK GC-MS
Hydrocarbons (PAHS)
2% US EPA 3052:1996 & US EPA
. 6010D:2018*
fifl Arsenic(As) ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
%% US EPA 3052:1996 & US EPA
6010D:2018*
4% Beryllium(Be ICP-OES
3 Bery (Be) Refer to US EPA 3052:1996 & US EPA
6010D:2018*
%% US EPA 3052:1996 & US EPA
6010D:2018*
& Antimony(Sh) ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
£ US EPA 3052:1996 & US EPA
’ 6010D:2018*
1% Phosphorus(P) ICP-OES
Refer to US EPA 3052:1996 & US EPA
6010D:2018*
Dy } N :, =
AR =R IEC 62321-9:2021 GC-MS
Hexabromocyclododecane (HBCDD)
. Fluorine (F) BS EN 14582:2016 IC
4 Chlorine (CI) BS EN 14582:2016 IC
7% Bromine (Br) BS EN 14582:2016 IC
filt 1odine (1) BS EN 14582:2016 IC
22 US EPA 3550C:2007 &
fE &b A i Middle Chain Chlorinated US EPA 8270E:2018* GC-MS(NCI)
Paraffins (MCCPs) Refer to US EPA 3550C:2007 &
US EPA 8270E:2018*
Hotline:400-6788-333 ti-cert.com  E-mail:info( Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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T H R WRPS WA
Tested Item(s) Test Method Measured Equipment(s)

IRy A Tetrabromobisphenol A

22 US EPA 3550C:2007 & US EPA 8321B:2007*
Refer to US EPA 3550C:2007 &

LC-MS-MS/LC-MS

(TBBP-A)
US EPA 8321B:2007*
ABFE — F RS Phthalates IEC 62321-8:2017 GC-MS
%% JY/T 001-1996*
R Z ¥ Polyvinyl Chloride (PVC) % FT-IR

Refer to JY/T 001-1996*

29 3£ T8 Perfluorooctanoic
Acid(PFOA)

CEN/TS 15968:2010*

LC-MS-MS/LC-MS

48 E R R Perfluorooctane
Sulfonates(PFOS)

CEN/TS 15968:2010*

LC-MS-MS/LC-MS

Z1 1% Red phosphorus*

2% GBIT 6040-2002, GB/T 9722-2006,
GB/T 17359-2012, EPA 6010D:2014
Refer to GB/T 6040-2002, GB/T 9722-2006,
GB/T 17359-2012, EPA 6010D:2014

ICP-OES, PY-GC-MS,
FTIR, EM

M5 3R Test Result(s)
£ 3 Result K

WA H Tested Item(s) AR TR R BE{E

001 MDL Limit
#t Lead (Pb)CAS#:7439-92-1 N.D. 2mg/kg | 1000 mg/kg
% Cadmium (Cd) CAS#:7440-43-9 N.D. 2 mg/kg 100 mg/kg
7k Mercury (Hg) CAS#:7439-97-6 N.D. 2 mg/kg 1000 mg/kg
NI Hexavalent Chromium (Cr(VI
Ak (Crvi) N.D. 8mg/kg | 1000 mg/kg
CAS#:18540-29-9

v.cti-cert.com  E-mail:info¢ Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com

Hotline:400-6788
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WA H Tested Item(s) %R Result TR FR1E
001 MDL Limit
Z HEZE Polybrominated Biphenyls (PBBs)*?
—REEK Monobromobiphenyl
CASH#:92-66-0 o2 5 mg/kg
“REEZK Dibromobiphenyl
CAS#:92-86-4 Rk 5> mg/kg
=B Tribromobiphenyl
N.D.
CAS#:115245-07-3 2 5 mg/kg
VUJRELZE Tetrabromobiphenyl
CAS#:60044-24-8 o2 5 mg/kg
TLREEE Pentabromobiphenyl
N.D.
CAS#:59080-39-6 5 mg/kg 1000 el
FNIRICIE Hexabromobiphenyl ND 5 malk my/kg
CASH#:60044-26-0 it mgikg
HIREEZE Heptabromobiphenyl
N.D.
CASH#67733-52-2 5 mg/kg
JUREEZ Octabromobiphenyl
N.D.
CAS#:119264-60-7 5 mg/kg
JLIRECZE Nonabromobiphenyl
N.D.
CASH#:69278-62-2 5 mg/kg
+JREZK Decabromobiphenyl
N.D.
CAS#:13654-09-6 5 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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ZE B Result VK
WRAB E Tested Item(s) ks AR BE{E
001 MDL Limit
%R 7KWk PolybrominatedDiphenyl Ethers (PBDEs) *!
—JR 2K Monob diphenyl eth
IR " 2KfF Monobromodiphenyl ether ND. 5 ma/kg
CAS#:101-55-3
VR Dib diphenyl eth
IR " 2KfF Dibromodiphenyl ether ND. 5 ma/kg
CAS#:2050-47-7
SR Tri iphenyl eth
R KM% Tribromodiphenyl ether ND. 5 mo/kg
CAS#:147217-78-5
KRR T iphenyl eth
PUyR —ZKM# Tetrabromodiphenyl ether \Im) 5 ma/kg
CAS#:5436-43-1
R IKEF Pentab diphenyl eth
TR KM% Pentabromodiphenyl ether NI 5 mafkg
CAS#:60348-60-9
75VR TOKME Hexabromodiphenyl ether 1000mg/kg
A pheny N.D. 5 mg/kg
CAS#:68631-49-2
R 2KTF Heptab diphenyl eth
LR KMk Heptabromodiphenyl ether NI 5 mafkg
CAS#:207122-16-5
R 2Kl Octab diphenyl eth
JUR KM Octabromodiphenyl ether NI 5 mafkg
CAS#:337513-72-1
2K Nonabromodiphenyl ether
LR pheny N.D. 5 mg/kg
CAS#:63387-28-0
R KMk Decabromodiphenyl ether
R pheny N.D. 5 mg/kg
CAS#:1163-19-5

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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ZE38 Result VK

WHRABEH Tested Item(s) ik TR IR BE{E
001 MDL Limit

48— HERHE Phthalates (DBP, BBP, DEHP, DIBP)

L2K —HER Tl Dibutyl phthalate

Wi —Fm— TR Dibutyl p N.D. 50mg/kg | 1000 mglkg

(DBP) CAS#:84-74-2

AR R LIRS Butyl benzyl

R —HMTE R Buyl benzy N.D. 50mg/kg | 1000 mglkg

phthalate (BBP) CAS#:85-68-7

87— HIR —(2-2.3%) Cfig Di-(2-

ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg 1000 mg/kg

CAS#:117-81-7

SRR T HIR g Diisobutyl

L Y N.D. 50 mg/kg | 1000 mgrkg

phthalate (DIBP) CAS#:84-69-5

WA H 553 Result JTvERH R

Tested Item(s) 001 MDL

£33 F5 & Polycyclic Aromatic Hydrocarbons (PAHS)

Z% Naphthalene

CASH#91-20-3 N.D. 0.2 mg/kg

3F Phenanthrene

CASH#85-01-8 N.D. 0.2 mg/kg

B Anthracene ND 02imae

CAS#:120-12-7 et = Mgrkg

% ¥ Fluoranthene

CAS#:206-44-0 N.D. 0.2 mg/kg

EC Pyrene

CAS#:129-00-0 N.D. 0.2 mg/kg

J# Chrysene

CAS#:218-01-9 N.D. 0.2 mg/kg

“KJf(a)# Benzo(a)anthracene

CASH#56-55-3 N.D. 0.2 mg/kg

7K (b) ¢ ¥ Benzo(b)fluoranthene

CASH#:205-99-2 N.D. 0.2 mg/kg

(k)2 B Benzo(k)fluoranthene

CAS#:207-08-9 N.D. 0.2 mg/kg

ZKIE(j)¢ B Benzo(j)fluoranthene

CAS#:205-82-3 N.D. 0.2 mg/kg

“KIF()EE Benzo(a)pyrene

CASH#50-32-8 N.D. 0.2 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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AT H %2 Result TR H R

Tested Item(s) 001 MDL

Z¥F & Polycyclic Aromatic Hydrocarbons (PAHS)
Z#If(e)tE Benzo(e)pyrene

CAS#:192-97-2 N.D. 0.2 mglkg
2RI (a,h)
Dibenzo(a,h)anthracene N.D. 0.2 mg/kg
CAS#:53-70-3
ZKFF(g,h,i)4E Benzo(g,h,i)perylene NI 0.2 ma/kg

CAS#:191-24-2

£fi7f:(1,2,3-cd)tE Indenol(1,2,3-
cd)pyrene N.D. 0.2 mg/kg
CAS#:193-39-5

36, BB EE A B Sum

(Phenanthrene, Anthracene, N.D. /
Fluoranthene, Pyrene)
15 PAHs & & Sum 15 PAHs N.D. /
Result

WA H Tested ltem(s) %%001 LR MDL
fitff Arsenic (As) CAS#: 7440-38-2 N.D. 10 mg/kg

#E3 Result
WA H Tested Item(s) ”%0 i 7Rt I MDL
B Beryllium (Be) N.D. 10 mg/kg

#E 38 Result
WHRATE Tested Item(s) n%om FHiERH R MDL
& Antimony (Sb) 7903 mg/kg 10 mg/kg

#E 38 Result
WHRATE Tested Item(s) H%OO FHiERH R MDL

1

fé% Phosphorus (P) 82 mg/kg 20 mg/kg

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com

A AT ¥



CTI IE 18

AR
Test Report

W A2240415566101001E B9l 20 mT
Report No.  A2240415566101001E Page 9 of 20
43 Result .
WRTE Tested ltem(s) ”%O " J7ERt I MDL
INIRIA A L
Hexabromocyclododecane (HBCDD)
CAS#: 25637-99-4; 3194-55-6; N.D. 20 mg/kg
(134237-50-6); (134237-51-7); (134237-
52-8)
253 Result
WS Tested Item(s) ”%O - JUEREH IR MDL
. Fluorine (F) CAS#: 14762-94-8 N.D. 10 mg/kg
% Chlorine (Cl) CAS#: 22537-15-1 116 mg/kg 10 mg/kg
¥ Bromine (Br) CAS#: 10097-32-2 2138 mg/kg 10 mg/kg
flll lodine (1) CAS#: 14362-44-8 N.D. 10 mg/kg
#E3 Result
WA H Tested Item(s) ”%0 i 7Rt I MDL
HEEE LA RS Middle Chain
Chlorinated Paraffins (MCCPs) CAS#: N.D. 100 mg/kg
85535-85-9
#E3 Result
WA H Tested Item(s) ”%0 i 7Rt I MDL
PUIR XUy A Tetrabromobisphenol A ND E—
(TBBP-A) CAS#:79-94-7 o 9
ZE 5 Result
PRI H Tested Item(s) n%001 FiERH R MDL
B — FEREE Phthalates
&K R — TTFE Dibutyl phthalate ND —
(DBP) CAS#:84-74-2 " LY
*A0 % IR — CliE Di-n-hexyl
phthalate (DNHP/DHEXP) CAS#:84- N.D. 50 mg/kg
75-3

Hotline:400-6788-333

E-mail:info(

A cti-cert.com

Complaint call:0755-33681700

Complaint E-ma

:complaint@cti-cert.com
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43 Result .

WA Tested ltem(s) ”%O " Jrkr B MDL
487 — FHEREE Phthalates
*SBA ZHEE —H5 Dimethyl
WE=—FR—FM Dimethy N.D. 50 mg/kg
phthalate (DMP) CAS#:131-11-3
AR R REEE Butyl b |
SRR —HR T BRSNS Butyl benzy ND. 50 mg/kg
phthalate (BBP) CAS#:85-68-7
*K G R EE Di | phthal
SR R — %5 Dipentyl phthalate ND. 50 ma/kg
(DPP/DPENP) CAS#:131-18-0
SRR —HIR —(2-4.3E) 2 fE Di-(2-
ethylhexyl) phthalate (DEHP) N.D. 50 mg/kg
CAS#:117-81-7
SB2K “HER . 1E¢ 5 Di-n-octyl
W3~ FEL I Di-n-octy N.D. 50 mg/kg
phthalate (DNOP) CAS#:117-84-0
AR —HPR — 5 F I Di-isononyl
phthalate (DINP) CAS#:28553-12- N.D. 50 mg/kg
0,68515-48-0
AR HR — 55251 Di-iso-decyl
phthalate (DIDP) CAS#:26761-40- N.D. 50 mg/kg
0,68515-49-1
e S = E Diisobutyl
<~ 5w T 1A Diisobuty N.D. 50 mg/kg
phthalate (DIBP) CAS#:84-69-5
*RK _HEE —FfE Di | phthalat
WAE=FR—FM Dinonyl phthalate N.D. 50 mg/kg
(DNP) CAS#:84-76-4
*BK G — /& Diethyl phthalat
B —FR—LM Diethyl phthalate N.D. 50 mg/kg
(DEP) CAS#:84-66-2
*O R 5 ThE Dii | adipat

2 — 5 TN Diisononyl adipate NI 50 mg/kg
(DINA) CAS#:33703-08-1
*K HEE IFCUBE Dicyclohexyl
SR —HIE — 3 CUlig Dicyclohexy NI 50 m/kg
phthalate (DCHP) CAS#:84-61-7
*BNK  HEE FE Diheptyl phthalate
SR —HIR —Bifis Diheptyl p NI 50 ma/kg
(DHP) CAS#:3648-21-3
*K _HEE NEE Dipropyl
SR —H P —AlE Dipropy Y 50 m/kg
phthalate (DPrP) CAS#:131-16-8
*SRAR T HEE —2KFg Diphenyl
WAE=FM—N Dipheny N.D. 50 mg/kg
phthalate (DPhP) CAS#:84-62-8

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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43 Result .
WRTIE Tested Item(s) ”%O " Jr A B MDL
4R — FEREE Phthalates
*ERIR R —(2-HE L) 4ME Bis(2-
methoxyethyl) phthalate (DMEP) N.D. 50 mg/kg
CAS#:117-82-8
ZE B Result
WATIH Tested ltem(s) ”%0 " JrA B MDL
RS )% Polyvinyl Chloride (PVC
gih#fﬁ iy (PVE) FAE Negative /
Result
JHRAIAE Tested Item(s) %%001 JriERH R MDL
L5 E Perfluorooctanoic Acid N N
(PFOA) CAS#:335-67-1 e ' gxg
#ZE B Result
WATIH Tested Item(s) ”%0 i Jr A B MDL
2 E SRR Perfluorooctane
N.D. 0.010 mg/k
Sulfonates (PFOS) CAS#:1763-23-1 mg/xg
#ZE B Result
WATIH Tested Item(s) ”%0 i Jr A B MDL
*21 7% Red phosphorus CAS#:/ N.D. 500 mg/kg
Hotline:400-678 www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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FER BRI 53R Sample/Part Description

g
No.
1

&1k

Remark:

ERE:

Note:

CTIFES ID  #fiid
CTI Sample ID  Description

001 B[] 44
Black solid

TR, 8, ok B, 8 8 BIZERCHETE.

-N.D. = REH (M T I5A H R)

-mg/kg = ppm= H B2 —

-1000 mg/kg = 0.1%

=2 b B R R IE A T IX A 7 R SR AT R R SR — B
-HIHEFRRAE R RE LM PVC)

FOMEMZERWM: EARES, SAEARK ST,

The sample(s) had been dissolved totally tested for Lead, Cadmium, Mercury, Arsenic,
Beryllium, Antimony, Phosphorus.

-MDL = Method Detection Limit

-N.D. = Not Detected (<MDL)

-mg/kg = ppm = parts per million

-1000 mg/kg = 0.1%

-*1=Table is an example list of typically available calibartion congeners that have been found
suitable for this analysis.

-Negative = Not contained Polyvinyl Chloride (PVC)

Information Statement: Different Part No. or sample name with different buyer.

ARG P ROBIE S R ORI, B2, DV AHRERR. AVERREEBA.
“rRIANEI HIJTEATE CNAS ATTTEE A .

The testing data and result(s) in this report is(are) just for scientific research, education,
internal quality control and product development etc.

“*» indicates the item(s)/method(s) is (are) not in CNAS accreditation scope.

www.cti-cert.com  E-mailiinfo@cti-cert.com  Complaint call:0755-33681700 Complaint E-ma

:complaint@cti-cert.cc
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A2240415566101001E

A A R E AR PAHS & 2 BRAE (mg/kg) (32 RUKL PG IR 45 5. 43 2K)
Maximum PAHSs limits (mg/kg) for the materials with relevant contact/grip and operating surfaces that
are to be categorised based on the results of the risk assessment

F 130 L2070
Page 13 of 20

—3& Category 1 2% Category 2 =38 Category 3
RS HES — KR,
TOUGIAN R R b TR | REL SRS — MIEE 2K
30D (KINF [l Beful) , Bag | bRkeb,  FRUAAN B Sk i
AN R AL, | 0B SR I (R AR S e | I () AN B I 3080 (I ]
BTN R Jok 2 Ak At B (AR
)48t 30 # (KBF | Materials not covered by Materials not covered by
[a]#% k) 2009/48/EC | category 1, coming into | category 1 nor by category 2,
BB EA Rl E L | long-term contact (more coming into short-term
3ZLLINLEMAHM than 30s) or short-term contact (up to 30s) with skin
7= b repetitive contact** with during the intended or
Materials intended to | skin during the intended or foreseeable use
S¥ be placed in the foreseeable use
3 Parameters mouth, or materials in | ftJL % (< ff)LE (<
toys according to 14 %) ffiH 14 ) ffiH
Directive 2009/48/EC | /=& (£ 7= Ch
or materials for the | 3% £ zh ¥k i B
use by children up to I E R HAhE B E R HAhE
3 years of age coming fd) 7 i fid) 7= i
into long-term contact Use by Other Use by Other
with skin (more than | children (< 14 | consumer | children (< 14 | consumerpr
30s) duringthe years) products years) oducts
intended use (include both (include both
active and active and
passive direct passive direct
contact) contact)
K [a]ek
Benzo[a]pyrene <0.2 <0.2 <05 <05 <1
CAS#:50-32-8
ZKIH[e]ik
Benzo[e]pyrene <0.2 <0.2 <05 <05 <1
CAS#:192-97-2
I [a]
Benzo[a]Janthracene <0.2 <0.2 <05 <05 <1
CAS#:56-55-3
I [b]RTE
Benzo[b]fluoranthene <0.2 <0.2 <05 <05 <1
CAS#:205-99-2
IR E
Benzo[j]fluoranthene <0.2 <0.2 <05 <05 <1
CAS#:205-82-3
I[P <0.2 <0.2 <05 <05 <1

E-mail:info@cti-cert.com

Complaint call:0755-33681700

Complaint E-mail:com

plaint@cti-cert.co
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Benzo[k]fluoranthene
CAS#:207-08-9

Ji#i Chrysene CAS#:218-
01-9

— 2K FF[a,h]
Dibenzo[a,h]anthracene <0.2 <0.2 <05 <05 <1
CAS#:53-70-3
2K [g,h,il3E
Benzo[g,h,i]perylene <0.2 <0.2 <05 <05 <1
CAS#:191-24-2
Bfigf[1,2,3-cd] b
Indenol[1,2,3-cd]pyrene <0.2 <0.2 <05 <05 <1

CAS#:193-39-5
3, B EE

Phenanthrene, ME<l ME<5S HE<10 HE<20 M E<50
Anthracene, <1 Sum <5Sum <10 Sum <20 Sum <50 Sum
Fluoranthene, Pyrene

2% Naphthalene

<0.2 <0.2 <05 <05 <1

<1 <2 <10
CAS#:91-20-3
15 PAHs &
Sum 15 PAHSs . <3 <10 <20 <50

*ok O R SR B R SK [ REACHIZEII N sEXVINEES0I 51T £ (23 (EU) No. 1272/2013)
Definition “short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment
(REGULATION (EU) No0.1272/2013)

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@x
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K FFE Test Process

1. % Lead (Pb), 48 Cadmium (Cd), £ Chromium(Cr)

#1500 3£ 20 7T
Page 15 of 20

EFRTHESN
Weigh sample and place it

)

in a vessel

FJ ICP-OES .
e
ST <:| Make up with
Analyzed by =
ICP-OES deionized water

2. 7k Mercury (Hg)

PN E S m il T4 R A
Add digestion reagent :> Digest the sample

Fi A Al 7 R

ippaprEsd s

Dry Ashing/ <::| .

Alkali Fusion/ Residue ik
Acid Dissolution <::
Filtration
B
Solution

FicE R 16 28 4
Weigh sample and place it

TN fife )
Add digestion reagent

THREFE A
Digest the sample

in a vessel
A%/ R )
EAL A <:: bR iE
H ICP-OES BT AER Alkali Fusion/ Residue o
gaiis <:I Make up with Acid Dissolution Rl
Analyzed by deionized Filtration
ICP-OES clonized water .
LEeRIL
Solution
3. A% Hexavalent Chromium (Cr(VI))
R T AER - »
Weigh sample and place it [ — n }?\ i ﬁigﬁtn J — TH A
in a vessel Add digestion reagent Digest the sample

1l

W, e
Cool and filter

RN I R VAL pH (A
Add test solution <—  Adjust the levaluc —]
of the solution
VA RE W pH {E HEBETKER
Adjust the pH value — Malke up with —
of the solution deionized water

A uv-vis 40 #7
Analyzed by UV-Vis

Hotline:400-6788-333  www.cti-cert.

(7]
o
o

m  E-mail:iinfo@cti-cert.com

f

Complaint call:0

7565-33681700

Complaint E-mail:complaint@cti-cert.com
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4, ZREEZE Polybrominated Biphenyls (PBBs), %1 [ Polybrominated Diphenyl Ethers (PBDEs)

REFMTES S FA HLIE 73R LR
Weigh le and pl " Extracted with —
c180 sample and piace Hracted Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 A LETIE R FBERFREFERN
—] Make up with — Transfer the extract into a
Analyzed by GC-MS . ,
organic solvent volumetric flask
5. 483 —HMRIHE Phthalates
WEFEMRTES S FA HLIE 7 2K HR LR
Weigh le and pl " Extracted with —
eigh sample and place xtracted wi Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 A LETIE R FBERFREFERN
—] Make up with — Transfer the extract into a
P
Analyzed by GC-MS . ,
organic solvent volumetric flask

6. LT Polycyclic Aromatic Hydrocarbons (PAHSs)

EMFRTEET

Weigh sample and place in a thimble

F WL RIAEER

Extracted with organic solvent

l

fl GC-MS 7 #7 | e AR
Analyzed by GC-MS | Purification/Filtration
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@ct

cert.com
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7. Tl Arsenic(As), 8% Beryllium(Be), £ Antimony(Sb), % Phosphorus(P)

FRRE B T B B AT R 2 SR AT R
Weigh sample and place it in a ::> Add digestion reagent :> Digest sample in microwave
microwave digestion vessel g = digestion oven
FA AR A/l T
[El;] ﬁifilﬂ I_f.@: ] 55
H Igi ]‘JrOES EETKERE A]lgli ;Jls:ogn Residue -
N <:| Make up with Acid Dissolution <: =
Analyzed by deionized water Filtration
ICP-OES eionized water .
B
Solution

8. NIR¥FT 4% Hexabromocyclododecane (HBCDD)

WEFEMRTES S FA HLIE 7 2K HR LR
Weigh sample and place — Extracted with — Concentrate the extract
it in a thimble organic solvent
] GC-MS 47 A LETIE R FBERFREFERN
—] Make up with K—] Transfer the extract into a

Analyzed by GC-MS . ,
organic solvent volumetric flask

9. #& Fluorine (F), & Chlorine (Cl), & Bromine (Br), fft lodine (1)

e L e b . A R R
R R TR . e R AR
Weigh and place sample ina | — — Combust the sample in
Fill the bomb with oxygen "
sample cup of bomb - oxygen bomb
T 1C A ke F R R RS B R Y
N Make up with K—  Transfer the sample solution
Analyzed by IC . . .
Ayzec By ultra-purity water into a volumetric flask
Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com

- AL/, \ ) LAl 4



CTI IE 18

R IR &
Test Report

W ws A2240415566101001E 18 H:20 7
Report No.  A2240415566101001E Page 18 of 20

10. HEEKLAEE Middle Chain Chlorinated Paraffins (MCCPs)

HEMERTEET FIAHLE IR
Weigh sample and place in a thimble :: > Extracted with organic solvent
Fl GC-MS(NCI)7 #i7 A0 uE

j ' Purification/Filtration

Analyzed by GC-MS(NCI)

11. TYIRINE A Tetrabromobisphenol A (TBBP-A)

EAE SRR R T
FrEfFESTHERED FEY PRRER S
Weigh sample and — Extracted with organic :> Concentrate the extract
place it in the glass tube _ _
solvent in an ultrasonic
equipment
LC-MS-MS/LC-MS 5347 AaEisEmEsS . PR EREEEEMM
Amnalyzed by — Make up with \w—— Transfer the extract into a
LC-MS-MS/TC-MS Drgani,:- solvent wolumetric flask
12. & Z.J& Polyvinyl Chloride (PVC)
1 U ST H B
: —- . :
Select the homogenous material Cut 1t into picces
fil FT-IR 43 f7 et Tl b 32
Analyzed by FT-IR Sample preparation

,,,,, S

Hotline:400-6788-333  www.cti-cert.com  E-mail:info@cti-cert.com  Complaint call:0755-33681700 Complaint E-mail:complaint@cti-cert.com
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13. 4 % ¥ B (PFOA)Perfluorooctanoic Acid(PFOA), 4 # ¥ %t B BR (PFOS)Perfluorooctane

#1900 L2070
Page 19 of 20

Sulfonates(PFOS)
el EAATLERERER RS A
Sample preparation :D Extracted with organic solvent :D Concentrate the
in an ultrasonic squipment extract

J

Analvzed by
LC-MS-MS/LC-MS

F LC-MS-MS/LC-MS M[E

AEERES
"ﬂa Malke up with

organic solvent

SR EEERM
(::I Transfer the extract into a
volumetric flask

14. £L%% Red phosphorus

Red phosphorus test

EAR T RFN

v

ICP-OES {llliz;
ICP-OES test

v
PY-GC-MS i
PY-GC-MS test

=500 mg/kg

7= YES

5 NO

v

FTIR M3,
FTIR test

Solvent extraction

T FIFEHL

v

FTIR/EM i
FTIR/EM test

v

Hotline:400-6788-333  www.cti-cert.com

Y

Analysis result

IR

v

EM i
EM test

v

R 4 R

A

Report

E-mail:info@
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o B A
Photo(s) of the sample(s)

==

#fom IIII[IHI!mlﬂﬂl’lm,lﬂl,lll||II|I|Il|l||III|||Il|l|Il\ll\l\l\ll\\\\\\\\\\w\\\\\\ [ \\\\\\ \\\ Y \\\\\\\\ \\\\\\
A2 A

/ 1o 12 3 456789

[ 10

A2240415566101001

7 B Statement:

1. KRS e NS <L & SR W 4 3 080G
This report is considered invalid without approved signature, special seal and the seal on the perforation;

2. WEIKRA R LIREIMIE . RS SRS S IE F R, BEE RO R, CTI RS R
The Company Name shown on Report and Address, the sample(s) and sample information was/were provided by
the applicant who should be responsible for the authenticity which CTI hasn’t verified,

3. AR KIS AN 3 A i 45T 5
The result(s) shown in this report refer(s) only to the sample(s) tested;

4. BRAERSA UM, S ILAC-G8:09/2019 / CNAS-GL015:2022 f# I fa ¥z (w=0) o3 MU k47
6143 %2, Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for
Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019 / CNAS-GL015:2022;

5. R& CTI HifFeE, ARES SRR,

Without written approval of CTI, this report can’t be reproduced except in full;

6. WIRIR A PR SCAR SN ERESR, LR,

In case of any discrepancy between the English version and Chinese version of the testing reports (if generated),
the Chinese version shall prevail.

*Kk*k ?&%%ﬁi *k*k

*** End of Report ***

Hotline:400-6788-333  www.cti-cert.com  E-mail:info(

Complaint call:0755-33681700  Complaint E-mail:complaint@cti-cert.com
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