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Signed for and on behalf of
SGS-CSTC Standards Technical Services (Ningbo) Co., Ltd.

Pinky Wu
Approved Signatory

Client Name: NINGBO KANGQIANG ELECTRONICS CO., LTD.  
Client Address: 988 JINYUAN ROAD, YINZHOU INVESTMENT AND ENTREPRENEURSHIP CENTER, 

NINGBO CITY, ZHEJIANG PROVINCE, CHINA

Sample Name: Lead frame （KFC，Other name：TFe0.1、C19210、XYK-1、PMC-90）+Ag 
plating 

Model No.: TO
Client Ref. Information: TO-94、TO-126、TO-92、TO-247、TO-251、TO-252、TO-263、SOT-54、

SOT-89、SOT-223、TO-3P、PD、PDFN、SOP、SOT、QT、TO、QFN、

Power DI、MLC、LED、TO-220、23G、SOT-82、SMA、SMB、SCM、

VER、GBU、GBL、JSQ、D3、PM5D、TO-247、TO-270、HZIP、TO-202、
TO-237、TOLL 、STOLL、IPM、DFN、QFP 、SOIC、TCOP、DSC、SPB、
PAK Lead frame

The above sample(s) and information were provided by the client.
---------------------------------------------------------------------------------------------------------------------------------------------

SGS Job No.: TIC10202605091314365JT2
Sample Receiving Date: May 09, 2026
Testing Period: May 09, 2026 ~ May 15, 2026
Test Requested: Select test(s) as requested by the client.
Test Method(s): Please refer to next page(s).
Test Result(s): Please refer to next page(s).

Test Requirement Conclusion
EU RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU 
- Lead, Mercury, Cadmium, Hexavalent chromium, Polybrominated biphenyls 
(PBB), Polybrominated diphenyl ethers (PBDE), Bis(2-ethylhexyl) phthalate 
(DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) and Diisobutyl 
phthalate (DIBP)

Pass

AfPS GS 2019:01 PAK-Polycyclic Aromatic Hydrocarbons (PAHs) See Results

Tetrabromobisphenol A (TBBP-A) See Results

Halogen See Results
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Test Requirement Conclusion
Per-and Polyfluoroalkyl Substances (PFAS) See Results

Phthalates See Results

Test Result(s): 

Test Part Description：
SN ID Sample No. SGS Sample ID Description
SN1 A5 NGB26-0036467-0001.C005 Copper metal

Remarks:
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected (< MDL)
(4) “-“ = Not Regulated

EU RoHS Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU - Lead, Mercury, 
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBB), Polybrominated diphenyl ethers 
(PBDE), Bis(2-ethylhexyl) phthalate (DEHP), Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) 
and Diisobutyl phthalate (DIBP)

Test Method: With reference to IEC 62321-4:2013+AMD1:2017, IEC 62321-5:2013, IEC 62321-7-1:2015, 
IEC 62321-6:2015 and IEC 62321-8:2017, analysis was performed by ICP-OES/AAS, UV-
Vis and GC-MS.

Test Item(s) Limit Unit(s) MDL A5
Lead (Pb) 1000 mg/kg 2 8
Mercury (Hg) 1000 mg/kg 2 ND
Cadmium (Cd) 100 mg/kg 2 ND
Hexavalent Chromium (Cr(VI))▼ - µg/cm² 0.10 ND
Polybromobiphenyl (PBB) 1000 mg/kg - ND
Monobrominated biphenyl (MonoBB) - mg/kg 5 ND
Dibrominated biphenyl (DiBB) - mg/kg 5 ND
Tribrominated biphenyl (TriBB) - mg/kg 5 ND
Tetrabrominated biphenyl (TetraBB) - mg/kg 5 ND
Pentabrominated biphenyl (PentaBB) - mg/kg 5 ND
Hexabrominated biphenyl (HexaBB) - mg/kg 5 ND
Heptabrominated biphenyl (HeptaBB) - mg/kg 5 ND
Octabrominated biphenyl (OctaBB) - mg/kg 5 ND
Nonabrominated biphenyl (NonaBB) - mg/kg 5 ND
Decabrominated biphenyl (DecaBB) - mg/kg 5 ND
Polybromodiphenyl ether(PBDE) 1000 mg/kg - ND
Monobrominated diphenyl ether 
(MonoBDE) - mg/kg 5 ND

Dibrominated diphenyl ether (DiBDE) - mg/kg 5 ND
Tribrominated diphenyl ether (TriBDE) - mg/kg 5 ND
Tetrabrominated diphenyl ether 
(TetraBDE) - mg/kg 5 ND
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Test Item(s) Limit Unit(s) MDL A5
Pentabrominated diphenyl ether 
(PentaBDE) - mg/kg 5 ND

Hexabrominated diphenyl ether 
(HexaBDE) - mg/kg 5 ND

Heptabrominated diphenyl ether 
(HeptaBDE) - mg/kg 5 ND

Octabrominated diphenyl ether 
(OctaBDE) - mg/kg 5 ND

Nonabrominated diphenyl ether 
(NonaBDE) - mg/kg 5 ND

Decabrominated diphenyl ether 
(DecaBDE) - mg/kg 5 ND

Bis(2-ethylhexyl) phthalate (DEHP) 1000 mg/kg 50 ND
Butyl benzyl phthalate (BBP) 1000 mg/kg 50 ND
Dibutyl phthalate (DBP) 1000 mg/kg 50 ND
Diisobutyl phthalate (DIBP) 1000 mg/kg 50 ND

Notes:
(1) The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863. 
(2) IEC 62321 series is equivalent to EN 62321 series.
(3) ▼ = a. The sample is positive for Cr(VI) if the Cr(VI)concentration is greater than 0.13 μg/cm2. The 

sample coating is considered to contain Cr(VI).
b. The sample is negative for Cr(VI) if Cr(VI) is ND (concentration less than 0.10 μg/cm2). The 

coating is considered a non-Cr(VI) based coating.
c. The result between 0.10 μg/cm2 and 0.13 μg/cm2 is considered to be inconclusive-unavoidable 

coating variations may influence the determination.

Information on storage conditions and production date of the tested sample is unavailable and thus Cr(VI) 
results represent status of the sample at the time of testing.

AfPS GS 2019:01 PAK-Polycyclic Aromatic Hydrocarbons (PAHs)

Test Method: With reference to AfPS GS 2019:01 PAK, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) MDL A5
Benzo(a)pyrene(BaP) 50-32-8 mg/kg 0.1 ND
Benzo(e)pyrene(BeP) 192-97-2 mg/kg 0.1 ND
Benzo(a)anthracene(BaA) 56-55-3 mg/kg 0.1 ND
Benzo(b)Fluoranthene(BbF) 205-99-2 mg/kg 0.1 ND
Benzo(j)fluoranthene(BjF) 205-82-3 mg/kg 0.1 ND
Benzo(k)Fluoranthene(BkF) 207-08-9 mg/kg 0.1 ND
Chrysene(CHR) 218-01-9 mg/kg 0.1 ND
Dibenzo(a,h)Anthracene(DBA) 53-70-3 mg/kg 0.1 ND
Benzo(g,h,i)perylene(BPE) 191-24-2 mg/kg 0.1 ND
Indeno(1,2,3-c,d)pyrene(IPY) 193-39-5 mg/kg 0.1 ND
Phenanthrene(PHE) 85-01-8 mg/kg 0.1 ND
Pyrene(PYR) 129-00-0 mg/kg 0.1 ND
Anthracene(ANT) 120-12-7 mg/kg 0.1 ND
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Test Item(s) CAS No. Unit(s) MDL A5
Fluoranthene(FLT) 206-44-0 mg/kg 0.1 ND
Sum of Phenanthrene(PHE), 
Pyrene(PYR), Anthracene(ANT), 
Fluoranthene(FLT)

- mg/kg - ND

Naphthalene(NAP) 91-20-3 mg/kg 0.1 ND
Sum of 15 PAHs - mg/kg - ND

Notes:
AfPS（German commission for Product Safety）: PAHs requirements 

Category 1 Category 2 Category 3

Materials not covered by 
category 1, coming into long-
term contact (more than 30s) 
or short-term repetitive 
contactc with skin during the 
intended or foreseeable used.

Materials covered neither 
by category 1 nor by 
category 2, coming into 
short-term contact (up to 
30s) with skin during the 
intended or foreseeable 
use.

Parameter

Materials 
intended to be 
placed in the 
mouth, or 
materials coming 
into long-term 
contact with skin 
(more than 30s) 
during the 
intended use

-in toys 
according to 
Directive 
2009/48/EC 
or 
-for the use by 
childrena,b up 
to 3 years of 
age.

a.

use by 
children 

b. 

other 
consumer 
products

a.

use by 
children 

b. 

other 
consumer 
products

Benzo(a)pyrene (BaP) 
mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo(e)pyrene (BeP) 
mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo(a)anthracene 
(BaA) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo(b)fluoranthene 
(BbF) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo(j)fluoranthene 
(BjF) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Benzo(k)fluoranthene 
(BkF)mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Chrysene (CHR) mg/kg < 0.2 < 0.2 < 0.5 < 0.5 < 1 

Dibenzo(a,h)anthracen
e (DBA) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 
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Benzo(g,h,i)perylene 
(BPE) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Indeno(1,2,3-cd)pyrene 
(IPY) mg/kg 

< 0.2 < 0.2 < 0.5 < 0.5 < 1 

Phenanthrene (PHE), 
pyrene (PYR), 
anthracene (ANT), 
fluoranthene (FLT), 
mg/kg 

< 1 Sum < 5 Sum < 10 Sum < 20 Sum < 50 Sum 

Naphthalene (NAP) 
mg/kg 

< 1 < 2 < 10 

Sum of 15 PAHs <1 < 5 < 10 < 20 < 50 

Notes:
a A “Child” is legally defined as a person before reaching the age of 14 years.
b Use by children includes both active and passive contact by children.
c Definition “short-term repetitive contact” taken from REACH Annex XVII entry 50 amendment (Regulation 
(EC) No.1272/2013)
d According to the definition of the German Product Safety Act (ProdSG) (chapter 1 Article 2 No. 28) 
“foreseeable use” shall mean the use of a product in a manner that the person placing it on the market, has 
not intended, but which could be reasonably foreseeable.

Remark:
The German committee on Product Safety (AfPS) published a new PAHs document (AfPS GS 
2019:01 PAK) on April 10, 2020, which will be binding for the issue of GS mark certificate from July 1, 
2020.

Tetrabromobisphenol A (TBBP-A)

Test Method: With reference to SGS in house method, analysis was performed by GC-MS or LC-MS.

Test Item(s) CAS No. Unit(s) MDL A5
Tetrabromobisphenol A (TBBP-A) 79-94-7 mg/kg 5 ND

Halogen

Test Method: With reference to EN 14582:2016, analysis was performed by IC.

Test Item(s) Unit(s) MDL A5
Fluorine(F) mg/kg 20 ND
Chlorine(Cl) mg/kg 50 ND
Bromine(Br) mg/kg 50 ND
Iodine(I) mg/kg 50 ND

Per-and Polyfluoroalkyl Substances (PFAS)

Test Method: With reference to EN 17681-1:2022, analysis was performed by LC-MS/MS.
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Test Item(s) CAS No. Unit(s) MDL A5
Perfluorooctanesulfonic Acid (PFOS) 1763-23-1 mg/kg 0.010 ND
Perfluorooctanoic acid (PFOA) 335-67-1 mg/kg 0.010 ND

Phthalates

Test Method: With reference to IEC 62321-8:2017, analysis was performed by GC-MS.

Test Item(s) CAS No. Unit(s) MDL A5

Diisononyl Phthalate (DINP) 28553-12-0 
/68515-48-0 mg/kg 50 ND

Di-n-Octyl Phthalate(DNOP) 117-84-0 mg/kg 50 ND

Diisodecyl Phthalate (DIDP) 26761-40-0 
/68515-49-1 mg/kg 50 ND

Dipentyl Phthalate (DPENP/DnPP) 131-18-0 mg/kg 50 ND
Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019.
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ATTACHMENTS

Elements Testing Flow Chart

These samples of Pb/Cd/Hg were dissolved totally by pre-conditioning method according to below flow chart.

ICP-OES/AAS

DATA

Filtration

Acid digestion with microwave/ 
hotplate/heating digester

Sample Preparation

Sample Measurement

Solution Residue

1) Alkali Fusion / Dry 
Ashing 

2) Acid to dissolve
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ATTACHMENTS

Hexavalent Chromium (Cr(VI)) Testing Flow Chart

Metallic 
material

DATA

UV-Vis

Boiling water 
extraction

Adding 1,5- 
diphenylcarba
zide for color 
development

Sample Preparation

Sample Measurement

Adding 1,5- 
diphenylcarbazide for 

color development

UV-Vis

Nonmetallic 
material

Dissolving by 
ultrasonication

pH adjustment

DATA

ABS/PC/PVC Others

Digesting at 
150~160°C

Digesting at 
60°C by 

ultrasonication

Separating to 
get aqueous 

phase
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ATTACHMENTS

PBB(s)/PBDE(s) Testing Flow Chart

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/ Dilution of 
extraction solution

Filtration

GC-MS

DATA
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ATTACHMENTS

Phthalates Testing Flow Chart

Sample cutting/preparation

Sample measurement

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA
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ATTACHMENTS

PAHs Testing Flow Chart

Sample measurement

Sample cutting/preparation

Solvent extraction

Concentration/Dilution

Filtration

GC-MS

DATA
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ATTACHMENTS

Halogen Testing Flow Chart

Sample cutting/preparation

Sample measurement

Combustion in a closed system 
containing oxygen

Dissolved in an absorption 
solution

Filtration

Analyzed by ion 
chromatography. Double confirm 

by other instruments, if 
necessary

DATA
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Sample Photo:

NGB26-0036467-0001.C005

SGS authenticate the photo on original report only
*** End of Report ***
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